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We report measurements of the transient multimode dynamics of vertical cavity surface emitting
lasers excited by short~100–200 ps rise times, 1 ns duration! electrical pulses. Fast changes on the
spatial distribution of the output power and strong mode competition are observed. Numerical
simulations show that the observed dynamics are due to the partial overlap of the different
transverse modes through spatial hole burning. ©1996 American Institute of Physics.
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Recent advances in semiconductor device technolo
has produced two-dimensional arrays of vertical cavity s
face emitting lasers~VCSELs!, that, with modulation band-
widths of the order of 10–15 GHz,1 are suitable for optical
data links and optical signal processing. However, wh
semiconductor lasers are modulated at gigahertz frequenc
transient effects can affect their performance. In particul
the presence of higher order modes in the cavity can ca
rapid variations of the spectral, spatial, and noise charac
istics of the laser beam. Recent theoretical calculations2 pre-
dicted the importance of spatial hole burning effects in t
dynamic evolution of transverse modes in VCSELs but,
our knowledge, no experimental studies on the subject h
been reported. In this letter, we present spectrally and te
porally resolved measurements of VCSELs under fast el
trical excitation, which confirm the importance of mod
competition and spatial hole burning in the dynamics
VCSELs, which are essentially different from the thorough
studied dynamics in edge emitters. The transient respons
edge emitters is the result of several longitudinal mod
competing from the onset of laser operation.3 In contrast, the
transient response measurements in VCSELs discussed h
show that the onset of a higher order spatial mode occ
after a delay dependent on prebias and pumping conditio
The presence of this higher order transverse mode is
served to produce a significant drop in the power of t
TEM00 mode due to the redistribution of the available ga
between the modes.

The lasers used in the measurements were gain gui
GaAs/AlGaAs multiple quantum well VCSELs, with top an
bottom mirrors consisting of step graded AlAs/AlGaAs dis
tributed Bragg reflectors with 23 and 32 periods, respe
tively.4 The active region diameter was chosen to be 8mm to
limit the number of transverse modes oscillating in the ca

a!Electronic mail: osvaldo@lamar.colostate.edu
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ity. The VCSELs were prebiased through a bias tee and the
electrically pumped using a fast pulse generator capable o
providing square pulses of 0.8–1 ns duration with 100–200
ps rise and fall times. Both the prebias and the peak current
were varied in order to characterize the VCSEL mode dy-
namics under different excitation conditions. Prebias currents
were varied from 35% to 80% of the dc threshold value
(I th), while current pulse amplitudes ranging from 4 to 20
times I th were added to pump the VCSEL. The pulsed cur-
rents were measured using a fast current probe~rise and fall
times,100 ps! constructed specifically for this study. The
detection setup was similar to the one employed in Ref. 4.
The output of the VCSEL was mixed in a nonlinear crystal
with a reference pulse train of;100 fs pulses from a Ti:sap-
phire laser, and the resulting sum-frequency signal was de
tected using a photomultiplier and standard locking tech-
niques. The VCSEL was operated at a repetition rate of 80
MHz and the electrical pulses were synchronized with the
optical pulses of the reference beam. The time resolution wa
limited by the jitter of the pulse generator to,10 ps. Spec-
tral resolution was achieved by incorporating a monochro-
mator of half-meter focal length to select the wavelength of
the VCSEL output before up-conversion.

Figure 1 shows the spectrally and temporally resolved
output of a VCSEL excited by 0.8 ns pulses with three dif-
ferent current pulse amplitudes and a prebias of 0.6I th. For
this prebias current, pulses greater than 7 timesI th were nec-
essary to achieve laser action within the duration of the elec
trical pulse. It is important to notice that for short excitation
pulses, with durations of the order of the carrier lifetimes, the
pulsed threshold currents are affected by the turn-on delay
and therefore are larger than for dc operation. Also, in the
excitation conditions used in our experiments~duty cycles
;10%!, the intensity rolloff at high currents characteristic of
VCSELs in dc operation5 was not observed since the tem-
perature increase is less significant. For excitation pulse
/96/68(5)/590/3/$10.00 © 1996 American Institute of Physics
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with amplitudes below 15 timesI th @Fig. 1~a!# single mode
operation is observed, as the gain is not large enough
overcome the losses of higher order modes. The outp
wavelength is observed to change rapidly during the rise
the optical pulse. A process which may account for this chi
is the dependence of the resonance wavelength of the Fab
Perot cavity on carrier density. However, the resonan
wavelength depends linearly on carrier density and shou
also produce wavelength variations during the relaxation o
cillations; but these were not experimentally observed.
more likely cause of the observed chirp is self-phase mod
lation, which depends on the linewidth enhancement fact
~a! and the derivative of the photon number.6 Using the pub-
lished value ofa;4 for similar VCSELs,7 the chirp due to
this effect is evaluated to be of the order of 1.5 Å, in goo
agreement with the observed chirp. As the VCSEL
pumped harder, the evolution from single to multimode op
eration can be observed. For a current pulse of 18 timesI th
@Fig. 1~b!# a second mode starts lasing after a delay of;460

FIG. 1. Spectrally and temporally resolved output of a VCSEL prebiased
0.6 I th and excited with three different pulse amplitudes:~a! 13 I th , ~b! 18
I th , and~c! 20 I th . The observed change of the oscillation wavelength fo
different pumping conditions is due to thermal effects produced by the a
erage excitation power.
Appl. Phys. Lett., Vol. 68, No. 5, 29 January 1996
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ps, while for a current pulse of 20 timesI th @Fig. 1~c!# the
onset of the second mode occurs after a 300 ps delay. As th
pumping currents were increased, the second mode was o
served to lase with a stronger intensity after a shorter turn-o
delay. However, different devices presented slightly differen
multimode dynamics, probably due to small variations in de
vice parameters such as the active region diameter. For som
devices it was possible to reach a situation in which the
second mode became dominant and started lasing almost
multaneously with the first mode. When the prebias was in
creased to 0.8I th , current pulse amplitudes of only 3 times
I th were required by the VCSEL to lase within the electrical
pulse and amplitudes of 13 timesI th were necessary to
achieve multimode operation. We observed that during th
0.8–1 ns pulse excitation used in this work, both polariza
tions coexist with approximately the same dynamics. This
behavior is different from dc operation, where the polariza-
tion of the different transverse modes is usually well-defined

The understanding of the transverse mode dynamics i
VCSELs requires models that take into account the spatia
distribution of carrier density and field amplitudes. A theo-
retical model, based on that described in Ref. 2 was used
simulate the observed multimode dynamics. The model con
sidered two Laguerre–Gaussian modes~Lpl) oscillating in
the laser cavity:8 a Gaussian modeL00, and a higher order
symmetric modeL10. The election of these modes was based
on the observed symmetry of the far-field beam profile@see
measured beam profiles in Fig. 2~a!#. Under this assumption,
the problem has cylindrical symmetry and the carrier densit

at

r
v-

FIG. 2. ~a! Spectrally integrated intensity of each mode in~c!. The measured
beam profiles are also shown.~b! Calculated photon number of each mode,
~c! spectrally and temporally resolved output from a VCSEL showing mul-
timode operation.
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in the active region depends only on the radial coordinate.
obtain a numerical solution, the active region was discretiz
in concentric subregions with equal volumes and the num
of carriers in each subregion was calculated taking into a
count diffusion between neighboring zones. The calculatio
which were performed assuming typical published values
material parameters9 reproduced the main features observe
in the experiment.

Figures 2~a! and 2~b! show the measured and calculate
evolution of the spectrally integrated intensity of each mod
for conditions ~prebias 0.4I th, peak current;20 I th! that
result in the time resolved VCSEL spectrum shown in Fi
2~c!. Both the measurement and the calculation show t
during the rise time of the electrical excitation, theL00 mode
starts lasing, showing highly damped relaxation oscillatio
~only the first peak is clearly noticeable in the experimen
results!. After ;250 ps, the gain for a higher order mod
overcomes the losses and theL10 mode starts lasing. Notice
that the onset ofL10 occurs after the relaxation oscillation
of the first mode are already damped, which implies th
although the modal photon number forL00 reached its steady
state, the carrier density is still changing in certain zones
the active region. The presence of a second mode in
cavity produces a significant drop in the intensity of th
L00 mode, which suggests that both modes are sharing
available gain. This competition between the two modes i
result of the overlap of the field distribution functions a
shown by the theoretical calculations discussed next.

Figure 3~a! displays the evolution of the computed ca
rier density profile in the conditions of Fig. 2. Before lase
action is achieved~t50, 200 ps!, the carrier density remains
uniform, as the pumping current density is assumed unifor
The L00 mode usually overcomes the modal losses first b
cause the modal gain, which is determined by the over
between the spatial distribution of carriers and the mode fi
profile, is higher for this mode. The computations show th
the onset of the Gaussian modeL00 produces a significant

FIG. 3. ~a! Calculated spatial distribution of the carrier density at differe
times,~b! computed intensity profiles of the optical modes.
592 Appl. Phys. Lett., Vol. 68, No. 5, 29 January 1996
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decrease of the carrier density in the center of the activ
region, where the optical mode has stronger intensity~t5500
ps!. However, it has very little effect on the carrier density in
the periphery of the active region, which continues to in-
crease. After the onset of theL10 mode ~t51000 ps!, the
carrier distribution in the periphery is partially depleted.
Hole burning in the region where both modes overlap sig
nificantly @2–4mm in Fig. 3~b!# leads to a drop in the inten-
sity of theL00 mode which, in turn, causes a slight increase
in the carrier density in the center of the active region. The
simulations also showed that diffusion does not significantl
affect the carrier distribution in the subnanosecond tim
scales of our study although, as pointed out in Ref. 2, it wil
play an important role in VCSELs excited by longer electri-
cal pulses.

In summary, we performed spectrally and temporally re
solved measurements of the output of electrically pumpe
VCSELs, which revealed the onset of a second order spati
mode with a delay dependent on pumping conditions. Th
onset of the second mode significantly reduces the intensi
of the lowest order mode, an indication that the two mode
compete for the same gain. This behavior is shown to be
result of the spatial distribution of carriers and the moda
field profile in the laser cavity. This multimode dynamics is
fundamentally different from the well-understood multimode
dynamics in edge emitters, which present a strong compe
tion among longitudinal modes from the beginning of lase
action.
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