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Silicon etching rates up to 250 A/min have been observed in an electron-beam-generated He plus 
SF 6 plasma. The etch rate was found to increase linearly with electron beam current density and to 
be practically independent of the electron acceleration voltage in the range investigated ( 170-260 
V). Profiles of the resulting features show that etching is anisotropic with a vertical-to-horizontal 
ratio of 2.5 to 3. 

Energetic ions, formed into a beam by an ion source or accel
erated in a plasma sheath, are commonly used to assist the 
etching of microelectronic materials. 1-

3 In contrast, the ap
plication of low-energy electrons to this process has re
mained undeveloped. Low-energy ( < 1 keY) electrons can 
be used to induce gas-phase and surface chemical reactions 
with reduced surface damage.4 Consequently, the use of 
beams of these electrons have been studied by our group to 
determine its feasibility as a new tool to assist in the etching 
of microelectronic and optoelectronic materials. 

For this purpose, we have recently developed a broad
area, low-energy ( 100-1000 eV) electron source capable of 
producing beams in a reactive gas atmosphere with indepen- . 
dent electron energy and beam current density control.5 In 
this source, a plasma is created by a hollow cathode dis
charge, from which a beam is formed by accelerating the 
constituent electrons through a potential drop applied 
between two grids by an external power supply. The design 
of this electron source and its operation characteristics have 
been described in detail in a recent publication. 5 

This novel electron source has been used to demonstrate 
that anisotropic etching of Si02 films can be obtained in an 
electron-beam-generated plasma containing CF4 •

6 Here we 
report the results of studying the etching of silicon samples 
in a He plus SF 6 plasma created by a broad-area ( = 3 cm2

) 

electron beam. In these experiments the electron beam 
serves two purposes: it creates reactive radicals by electron 
impact dissociation ofSF6 and it provides directed energy to 
the wafer surface to assist surface reactions. 

The materials etching was performed in a stainless-steel 
chamber where a 1. 9-cm-diam electron beam created by the 
source was directed normal to the wafer surface. The wafer 
samples were positioned on a water-cooled stainless-steel 
platform mainta,ined at the same potential as the accelerat
ing grid of the electron source. This resulted in a relatively 
field-free negative glow region being created between the 
electron gun and the wafer platform. The distance between 
the electron source and the wafer sample was maintained at 
2.2cm. 

The chamber was evacuated to 10-3 Torr with a rotary 
pump and the He and SF 6 gas flows were stabilized and con
trolled via rotameters. Helium was introduced through the 
hollow cathode of the electron source for discharge oper
ation. This flow enabled the discharge to be operated rela
tively independent of the reactive gas in the etching region. 
The reactant SF 6 flowed into the system at -500 std. cm3

/ 

min (seem) through a lateral port, slightly above the level of 
the wafer surface. This flow rate was sufficiently large to 
prevent measurable gas depletion effects. All the tests re
ported here were performed at a chamber pressure of 55-
mTorr He + 7 mTorr SF6 . A more thorough description of 
the etching apparatus is given in Ref. 6. 

The etching procedure consisted of stabilizing a hollow 
cathode discharge within the body of the electron source for 
a period of 45 min before applying the acceleration voltage to 
the external grid to generate the electron beam and initiate 
the electron-beam-induced etching processes. This prelimi
nary discharge operation was found to be necessary to insure 
stable beam operation during the following etching tests. 
The electron beam energy was set by adjusting the voltage 
difference applied between the two grids of the electron 
source. 5 The electron beam current was monitor~d by mea
suring the current collected by the accelerating grid, which 
had a transmissivity of 30%. 

The semiconductor material etched was ( 100) oriented 
15-20 n em boron-doped silicon. Masking for determina
tion of the etch rates was performed by covering the samples 
with a piece of the same silicon material. For the tests to 
determine feature anisotropy, an AZ-4210 photoresist mask 
was used. The photoresist was deep UV (A= 254nm) stabi
lized and hard baked for 60 min at 150 oc to insure mask 
integrity during etching. 

The etch rate behavior was examined using a stylus profi
lometer for various beam energies and current densities. The 
ranges of acceleration voltages and beam current densities 
were chosen to prevent damage to the photoresist mask and 
substrate surface due to excessive heating. All etch tests last
ed for 30 min. Figure 1 shows the variation of etched step 
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FIG. !. Silicon etched step height as a function of the accelemted voltage. 
The grid current was 16 mA, the background pressure 55-mTorr He + 7-
mTorr SF6, and the etch time 30 min following the source pretreatment 
described in the text. 

height with respect to electron acceleration voltage over the 
range 170-260 V. The current collected by the acceleration 
grid was maintained at a constant value of 16 rnA through
out this series of tests. The etched step ~eight is practically 
independent of electron beam energy in this range and has an 
approximate value of 6900 A. The negligible dependence of 
the silicon etched step height on the electron energy is be
cause the reson11nces for all important gas-phase and surface 
reactions occur at electron energies below 170 e V. Conse
quently, the range of the acceleration voltage examined does 
not coincide with a region of significant change in the reac
tion processes. While it would be desirable to extend the 
study to a broader energy range, in practice, this is limited by 
the increased scattetj.ng of the beam electrons in collisions 
with the gas molecules at lower energies and excessive wafer 
heating at higher en!'!rgies. ·· 

The variation of etched step height with beam current 
density as monitored through the grid current is illustrated 
in Fig. 2. For this series of tests, the acceleration voltage was 
maint;:tip.ed at 170 V. As s~own, the step height increases 
lineady with increasing grid current, as does the beam cur-
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FIG. 3. SEM view of a 1.2-prn-wide, 1.3-p-deep, etched silicon feature with 
the photoresist mask intact. The etching was performed with an accelera· 
tion voltage of 170 V, a grid current of 16 rnA, and a background pressure of 
55-rnTorr He + 7-mTorr SF6 • • 
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FIG. 2. Silicon etched step height as a function of grid current. The accelera
tion voltage was maintained at 170 V, the background pressure 55-mTorr 
He + 7-mTorr SF6 , and the etch time 30 min following the source pretreat
ment described in the text. 

rent density, to reach a maximum value of 10 100 A. The 
dependence of the etch rate on electron beam current density 
is similar to results previously observed in the etching ofSi02 

by an electron-beam-generated He plus CF4 plasma.6 This 
behavior can be explained by the assumed linear dependence 
of the production of reactive radicals in the gas phase and the 
rate of electron-induced surface reactions on the electron 
flux. The nonzero intercept of the step height at zero current 
in Fig. 2 has been attributed to plasma-chemical etching 
caused by reactive radicals diffusing from the electron 
source before the electron beam is created. Subtracting this 
contribution from the total etch step height, the electron
beam-assisted etch rate is calculated from Fig. 2 to vary 
between 50 and 250 A/min. 

The profiles of the etched Si features were examined using 
a scanning eJectron microscope (SEM). The features were 
ob~erved to exhibit relatively vertical sidewalls, with a verti
cal-to-horizontal etching ratio of2.5 to 3. The micrograph in 
Fig. 3 shows a field view of the etched feature. 

In conclusion, we have demonstrated that broad-area 
electron-beam-assisted etching of silicon in an He plus SF6 

atmosphere yields anisotropically etched features. The etch 
rate increases linearly with electron beam current density 
and is practically independent of the beam acceleration vol
tage in the range ( 170-260 V) investigated. However, addi
tional studies are needed to obtain a more detailed under
standing of the gas-phase and surface reaction mechanisms 
that produce anisotropic etching with the assistance of an 
electron beam. 

Acknowledgments: This work was supported by National 
Science Foundation (NSF) Grant No. CPE-84.08304, the 
NSF ERC for Optoelectronic Computing Systems under 
Grant No. CDR-8622236, and the Colorado Advanced 
Technology Institute. R.O. was supported by Universidad 
Nacional Autonoma de Mexico and Consejo Nacional de 
Ciencia y Tecnologia de Mexico. We wish to acknowledge 
the assistance of K. Bremmer and J. Rose. J.J.R. also ac
knowledges the support of an NSF Presidential Young In
vestigator Award. 



1583 Ortega Martinez eta!.: Broad-area electron-beam-assisted etching of silicon 1583 

1 VLSl Electronic: "'j,ficrostructure Science, edited by N. A. Einsprunch and 
D. M. Brown (Academic, New York, 1984 ), Chaps. 8-!2, pp. 189-409. 

2C. M. Melliar-Smith and C. J. Mogab, in Thin Film Processes, edited by J. 
L. Vossen and W. Kern (Academic, New York, 1978), Vol. 2, pp. 497-
556. 

J. Vac. Sci. Techno!. B, Vol. 6, No.5, Sep/Oct 1988 

3B. Chapman, Glow Discharge Processes (Wiley, New York, 1980}, Chap. 
7, pp. 316--349. 

4R. R. Kunz and T. M. Mayer, J. Vac. Sci. Techno!. B 5, 427 (1987). 
5T. R. Verhey, J. J. Rocca, and P. K. Boyer. J. Appl. Phys. 62,3001 ( 1987). 
"T. R. Verhey, J. J. Rocca, and P. K. Boyer, J. Appl. Phys. 63,2463 (1988). 




