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3/28/19 1 1a 339.04 97.11 0.29 0.38 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site1_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site1_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site1_element.jpg

3/28/19 1 1b 176.54 120.01 0.68 0.78 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site1_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site1_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site1_element.jpg

3/28/19 1 2a 329.44 155.88 0.47 0.45 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_element.jpg

3/28/19 1 2b 116.67 52.90 0.45 0.62 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_element.jpg

3/28/19 1 2c 37.97 30.65 0.81 1.00 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_element.jpg

3/28/19 1 2d 80.80 78.14 0.97 0.97 Organic-tarball

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site2_element.jpg

3/28/19 1 3a 228.89 201.55 0.88 0.91 Organic-tarball

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site3a_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site3a_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site3a_element.jpg

3/28/19 1 3b 196.25 183.86 0.94 0.89 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site3b_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site3b_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site3b_element.jpg

3/28/19 1 4a 93.04 82.33 0.89 0.92 Organic-tarball

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site4_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site4_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site4_element.jpg

3/28/19 1 4b 170.65 102.96 0.60 0.77 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site4_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site4_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site4_element.jpg

3/28/19 1 5a 103.00 88.00 0.86 0.75 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_element.jpg

3/28/19 1 5b 142.00 120.00 0.85 0.81 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_element.jpg

3/28/19 1 5c 98.00 83.00 0.84 0.85 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_element.jpg

3/28/19 1 5d 151.00 128.00 0.85 0.64 Sulfate

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_element.jpg

3/28/19 1 5e 148.00 81.00 0.55 0.56 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site5_element.jpg

3/28/19 1 6a 329.00 172.00 0.52 0.47 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_element.jpg

3/28/19 1 6b 112.00 96.00 0.86 0.80 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_element.jpg

3/28/19 1 6c 111.00 96.00 0.86 0.83 Sulfate

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_element.jpg

3/28/19 1 6d 440.00 183.00 0.42 0.56 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_element.jpg

3/28/19 1 6e 65.00 35.00 0.55 0.73 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site6_element.jpg

3/28/19 1 7a 308.57 291.69 0.95 0.34 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_element.jpg

3/28/19 1 7b 126.27 105.29 0.83 0.73 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_element.jpg

3/28/19 1 7c 84.02 82.85 0.99 0.77 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_element.jpg

3/28/19 1 7d 151.15 147.37 0.98 0.82 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_element.jpg

3/28/19 1 7e 164.94 150.56 0.91 0.73 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7a-e_element.jpg

3/28/19 1 7f 214.65 201.24 0.94 0.86 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7f_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7f_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site7f_element.jpg

3/28/19 1 8a 239.02 181.42 0.76 0.52 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_element.jpg

3/28/19 1 8b 204.68 159.42 0.78 0.73 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_element.jpg

3/28/19 1 8c 220.05 198.94 0.90 0.66 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_element.jpg

3/28/19 1 8d 114.14 111.07 0.97 0.65 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site8_element.jpg

3/28/19 1 9a 339.00 199.00 0.59 0.31 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9a-b_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9a-b_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9a-b_element.jpg

3/28/19 1 9b 165.00 146.00 0.88 0.75 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9a-b_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9a-b_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9a-b_element.jpg

3/28/19 1 9c 183.00 139.00 0.76 0.75 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9c-d_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9c-d_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9c-d_element.jpg

3/28/19 1 9d 362.00 194.00 0.54 0.59 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9c-d_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9c-d_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site9c-d_element.jpg

3/28/19 1 10 943.27 456.41 0.48 0.39 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site10_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site10_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site10_element.jpg

3/28/19 1 11a 102.78 77.64 0.76 0.87 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_element.jpg

3/28/19 1 11b 217.19 195.72 0.90 0.88 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_element.jpg

3/28/19 1 11c 673.45 157.62 0.23 0.40 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_element.jpg

3/28/19 1 11d 142.23 41.65 0.29 0.50 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_element.jpg

3/28/19 1 11e 217.93 186.84 0.86 0.77 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_element.jpg

3/28/19 1 11f 216.56 204.05 0.94 0.78 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site11_element.jpg

3/28/19 1 12a 387.26 319.28 0.82 0.21 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site12_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site12_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site12_element.jpg

3/28/19 1 12b 139.90 124.40 0.89 0.76 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site12_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site12_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site12_element.jpg missing

3/28/19 1 12c 425.74 240.38 0.57 0.43 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site12_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site12_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site12_element.jpg

3/28/19 1 13a 375.56 253.84 0.68 0.83 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_element.jpg

3/28/19 1 13b 432.37 215.52 0.50 0.51 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_element.jpg

3/28/19 1 13c 398.23 252.68 0.64 0.64 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_element.jpg

3/28/19 1 13d 548.94 214.21 0.39 0.28 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_element.jpg

3/28/19 1 13e

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_element.jpg

3/28/19 1 13f 722.48 574.68 0.80 0.23 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_element.jpg

3/28/19 1 13g 219.66 189.95 0.87 0.90 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site13_element.jpg

3/28/19 1 14a 897.00 327.00 0.37 0.25 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_element.jpg

3/28/19 1 14b 271.00 261.00 0.96 0.88 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_element.jpg

3/28/19 1 14c 129.00 91.00 0.71 0.81 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_element.jpg

3/28/19 1 14d 433.00 301.00 0.70 0.72 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_element.jpg

3/28/19 1 14e 181.00 165.00 0.91 0.91 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_element.jpg

3/28/19 1 14f 290.00 255.00 0.88 0.85 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_element.jpg

3/28/19 1 14g 233.00 215.00 0.92 0.88 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site14_element.jpg

3/28/19 1 15a 328.28 314.34 0.96 0.85 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_element.jpg

3/28/19 1 15b 149.20 138.26 0.93 0.88 Sulfate

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_element.jpg

3/28/19 1 15c 193.25 67.81 0.35 0.39 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_element.jpg

3/28/19 1 15d 169.88 151.01 0.89 0.87 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_element.jpg

3/28/19 1 15e 160.33 148.68 0.93 0.87 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_element.jpg

3/28/19 1 15f 206.12 195.70 0.95 0.87 Organic-other

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site15_element.jpg

3/28/19 1 16a 278.00 151.37 0.55 0.65 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site16_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site16_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site16_element.jpg

3/28/19 1 16b 419.14 255.47 0.61 0.22 Mineral/metal oxide

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site16_image.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
d1_site16_spectra.jpg

WECAN_RF15A-
2(08262018)_Particle_rn
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